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Grades

Visual Appearance 

Moisture

Acid Test in 20% HCL

Water of Plasticity %

Dry M.O.R ( kg/cm²)

Sample Firing Temp. / CycleTime

Fired M.O.R ( kg/cm²)

Fired Shrinkage %

Fired Color

 Water Absorption %

L* value

a* value 

b* value 

45 - 60

25 min

2.00 max

4.00 max

1.00 max

2.5 max

2.5 max

2.00 max

14.00 max

Creamish to greyish 

9.0 max

No effervescence 

1220 / 60 min cycle

25  3+

25 min 

7.0 max

16 max

3 max

72 min

5.00 - 12.00

200 min

KP - 01 

Creamish White

PHYSICAL PROPERTIES 

CHEMICAL PROPERTIES
53  2+

28 min

1.30  max

0.75 max

1.00 max

1.00 max

1.0  0.5+

1.80  0.20+

10  2+

Creamish to greyish 

15 max

80 min

4 max

25  3+

8 max

No effervescence 

30 min 

1185 / 30 min cycle

16 max

8  2+

150 min

Ceraplast  
Exotic

Creamish White

8  2+

 *Fired Color May Vary Subject To Pixel ResoluƟon 

55  2+

27 min

1.8 max

1 max

1.00 max

1.00 max

1.5 max

2.5 max

10  2+

Creamish to greyish 

7.00 max

7  min3

5 max

25  3+

12 max

No effervescence 

30 min 

1185 / 30 min cycle

16 max

10  2+

180 min

Ceraplast 
Ball Clay

Creamish White

52  2+

28  2+

1.7   0.2+

1.50   0.2+

1.00 max

1.00 max

1.0   0.5+

1.50   0.2+

12  2+

Creamish to greyish 

4 max

10  2+

75 min

25  3+

8 max

No effervescence 

30 min 

1185 / 30 min cycle

16 max

8  2+

170 min

Ashapura 
Z Grade

Creamish White

55  2+

28 min

1.50  0.2+

0.50 max

1.00 max

1.00 max

1.0  0.5+

1.20  0.2+

10  2+

Creamish to greyish 

No effervescence 

8 max

4  1+

75 min

1185 / 30 min cycle

10  2+

5 max

30 min 

25  3+

200 min

16 max

Ceraplast Super 
Premium

Creamish White

53  2+

28 min

1.8 0.2 + 

0.75 max

1.00 max

1.00 max

1.0  0.5+

2.0  0.5+

10  2+

Creamish to greyish 

75 min

4  1+

5 max

25  3+

8 max

No effervescence 

30 min 

1185 / 30 min cycle

200 min

16 max

10  2+

Ceraplast 
Premium

Creamish White


